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10 Effect of PTW Reactive Compatibilizer on Property of PA6/ PP Alloy
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20 It was found that adding 8%-12% of PTW could improve friction properties at high
temperature effectively.
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301 Besides, we give the properties of the polynomial domains about PTW domains;
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4[1 Tribological and corrosive behavior of PTFE composites filled with PTW in sulfuric
acid solution

goboopTwhOUPTFED DO ODODUOODLDOODLDOOO

50 The adsorption of the lead and cadmium ions on PTW can be well described by
Freundlich equation.
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60 Synergistic toughening modification of PBT/ PC blends with PTW and POE
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700 Experiments showed that the dissolved potassium ions were stripped slowly and not
derived from the crystal structure of PTW.
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