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10 Conclusion: QLT possesses a good defervescence effect and can markedly alleviate
clinical symptoms.
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200 The application of the PE speciality resin indicates that QLT 17 is a kind of basic
resin with excellent performance suitable for power cable.
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300 Compared with its domestic and overseas counterparts, QLT 17 possessed superior
processability and physical properties, such as tensile strength of 13.8 MPa, elongation
rate 653% and dielectric constant 2.2 at 50 Hz.
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401 The impurity content contained in QLT 17, as one of the key indexes, accorded with
the demand of insulating material for power cable; the impurities in size of 0.12-0.25 mm
were 5, the impurity in size over 0.26 mm was none.
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