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100 Property and application of QFP multifunctional chemical conditioning agent
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200 Shape prediction and reliability analysis of QFP solder joint
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30 Effect of temperature cycling stress profile on the thermal fatigue life of solder joints
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4[] Effect of diode-laser parameters on tensile strength of QFP micro-joints
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50 The 3D shape prediction models and the 3D finite element analysis models of all the
25 QFP solder joints were developed.
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601 Mechanical properties and microstructures of QFP micro-joints soldered with diode-
laser soldering system
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700 Research effect of different ROL on pulling strength of QFP solder joint mainly in
order to get the proper range of ROL.
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