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10 X ray diffraction ( XRD) shows that CN x film samples have basically amorphous
structure and very little amount of poly crystalline structures.
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20 CN x films were deposited on the Si ( 100 ) substrates with microwave plasma CVD
method.
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30 The study of the CNx film structure by X-ray diffraction.
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4[1 The catalysis growth mechanism and morphologic structure of CNx nanotube are
also discussed.
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50 The study of carbon nitrogen bonds in the CNx film by FTIR.
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601 Recently, the electronic properties and cold cathode emission properties of CNx
films attracted new attention.

gobdogboooboguboonoogobogon

o000 ddenx0O00 000 ogoogno™
O0OcnxOOOOcnxODOODOCc

nxO O OO O0O0ODO O https://dict.jiandongshicai.cn/cnx


http://www.tcpdf.org

